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SHAOXING OMMA TEXTILE CO., LTD 

 

 

ROOM 601#, TIME SQUARE, KEQIAO DISTRCT, SHAOXING CITY, ZHEJIANG, PROVINCE 

 

 
 

The following sample(s) was/were submitted and identified on behalf of the client as: 
 

 

Sample Description : (A)woven fabric (Eyelet fabric) 
 

 
 

Color : (A)AQUA 

 

 

Fiber Content : (A)100% Cotton 

 

 

End Use : (A)Garment 
 

 

Style No. : OMXJ 

 

 

Manufacturer : Shaoxing Omma Textile CO., Ltd 

 

 

Country of Origin : China 

 

 
 

Proposed Care Instruction : 

   

 

 

 

 

 
 

Sample Receiving Date : Jun 23, 2021 

 

 

Testing Period : Jun 23, 2021 - Jun 28, 2021 

 

     

 

Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 
sample(s) tested, for further details, please refer to the following page(s). 

 

 
 

Test Performed : Selected test(s) as requested by applicant  
 

 

 
 

Signed for and on behalf of 
 

 

SGS-CSTC Standards Technical Services Co., Ltd. Hangzhou Branch 

 

      

 

 

    

     

      

 

jack-yl_zhang(Account Executive)   
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Test Result 
 
 

Color Fastness To Crocking 

 

    

 

(AATCC TM 8-2016e; ) 

 

    

 

As Received 

 

    

 

- Unit 
 

A  

Dry Staining Grade 4.5  

Wet Staining Grade 4.5  
 

  

    

 

Remark: Grey Scale Rating is based on the 5-step scale of 1 to 5, where 1 is worst and 5 is best. 
 

 
 

Color Fastness To Washing 

 

    

 

(AATCC TM 61-2013e(2020); Test No. 2A modified, 105 degree F) 

 

    

    

 

- Unit 
 

A  

Change in Shade Grade 4.5  

Staining On Multi-fibre Stripe  
 

 
 

 

 

Acetate Grade 4.5  

Cotton Grade 4.5  

Nylon Grade 4.5  

Polyester Grade 4.5  

Acrylic Grade 4.5  

Wool Grade 4.5  
 

  

    

Remark: Grey Scale Rating is based on the 5-step scale of 1 to 5, where 1 is worst and 5 is best. 
 
 

Dimensional Stability To Washing 

 

    

 

(AATCC TM 135-2018t; Option 1, Machine wash at 80±5°F with 1.8 kg total loading (Type 1 ballast + specimen) 
and 66±1g of 1993 AATCC Standard Reference Detergent, Normal cycle, Line Dry, Cool Iron with steam) 

 

    

 

After 1 Wash 

 

    

 

- Unit 
 

A  

Lengthwise % -1.7  

Widthwise % -1.5  
 

  

    

 

Remark: (+)Means Growth; (-)Means Shrinkage 
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Sample Photo 

 

  

 

  

 

***End of Report*** 
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